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Firmanrn Adr Adresi
Firm Name Address

Numunenin r ve Tarifi;
Sample Nome ldentity

Numunenin bulTarihi:
The Dote of Receipt

Rapor Tarihi:
The Dote of

Numune Tes $ekli
Reception of

ilgili standartlar
verilmigtir. Son
The experimentol
of this report. The

Adalya Mermer San. Tic. A,g.
Organize San. Bglgesi 1,Cad. No:19
Do5emea ltr ANTALYA

Limra (Limestons)
Lymra

27.Q7.201.8

17.08.2018

Firma tarafrndan kargo ile gdnderildi.
The samples were gent by the Company.

uygun olarak yaprlmrq deney gonuglarr, bu raporun ilerleyen sayfalannda
ar, sadece deneyi yaprlan numungye aittir.

made in accordonce with the rqlevont standords qre given in the foilowing poges
belong to the tested samples oytly.

Bu rapor, hazrr
mtihtirstiz rapo

laboratuvarrn yazrlr izni olmad4n krsmen kopyalanrp gopaltrlamaz. imzasrz ve
gegersizdir.

This test report s not be reproduced other than ifr full except with the written permission of the
Ioborotory. Test without signqture and seal are net volid.
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DO'EAr rAstAR TEKNOtOJiSi LABORATUARI
N ATU RA L SIONE TEC H N Q LQ GY LABORATO RY
Batr Kampiis, Qiini,ir, 1??60, tsparta, Tiirkiye

West Compus, Cunur, TR322b0'lsporto, Turiey
Ter Phone: 1246) 2rr 1309 - 211 1308 - 211 1gO5 - 2LL tg74 Faks Foxr (246) 237 0859.. Gsm: {533) 77zZBe4 {532) 408 4st4 (SZAI 735 0209

Firma Adr
Firm Name

Numune Adt
Sample Name

*ro*1,'**ti*rguo"s*
--T---'Adalya Mermer San. Tic. A.g.

Limra (Limestone)
Lymra

Tarih: 17/OA/ZOLB
Date

dzellik / Property Standart
Stondord

Deney sayrsr

Number of tests
En kiigiik
Lowest

En biiyiik
Highest

Ortalama
AverageSertlik (Mohs)

Hordness (Mohs)
TS

6809 4 3,0

2,668

2,397

3,s 3,2!0,3
uzgut agtntK (g/cln',
Specific gravitv

TS EN

1935 4 2,676 2,673 !o,oD4
uerunur yoguntuk lg/ cmrl
Apparent densitv

TS EN

1936 6 2,482 2,42\ + o,a3t
h!!^ E,u4eneKllilK tzo,
Open porosity

TS EN

1936 6 6,5L1 8,937 7,946 !0,902
Atmosfer basrnctida su emme tayini (2")
Determinotion of water absorption ot
otmospheric presSure

TS EN

13755 6 2,624 3,687 3,285 + 0,367

I vprdrn ggzeneKilttK {Zof
Totol porosity ,

TS EN

1"936 9,422
Krlcal etkiye ba$h su emme tatsayrsrnrn
tayini (g/m2.sos)

Dete r m i no t i o n of rlva te r a bso r pti o n
coeffi c ie nt by ca p i lta rity

TS EN

1925 4 33,60 45,64 | 40,31.t5,93

Agrnmadayanrmrffi
(cm3/5ocm2) I TS EN

Abrosion strength | 14L57 4 LO, / /. 29,22 28,21. ! 1,32

P-dalga hrzr (m/s)
P-wave velocity

TS EN

1.4579 6 4400 4650 4546 ! tLz
Basrng dayanrmr (Mpa)
Compressive strenEth

TS EN

L926 6 34,3 60,2 46,1!g,g
Don sonrasr basrng dayanrmr (14 ddngij)
{MPa)
Ca m p ressive stre nqth ofte r freeze-th qw
(L4 Cycle)

T5 EN

72371 6 33,0 47,7 40,7 + 5A

Don sonrasr kiitle liaybr (-,t p/.1

Decreasing of weigltt ofter freeze-thqw
TS EN

12371 6 0,031 0,072 0,057 t 0,015
Yo!un ytik altrnda htiktilme Oayanrnrr
(MPa)

Flexu ra I stre ngth u 4d er co nce ntrate d
lood

TS EN

Lzs/t o 8,B 1?7 1L,2 t 1,9

Don sonrasr yogun ftit "ti,noi 
uiiltilrr,"

dayanrmr (la diingii) (Mpa)
Flexural strength under constant
moment after freez4-thqw (L4 Cycle)

TS EN

12371 71 L0,8 9,2 t L,5

Dona kargl dayanrm (-l W
Frost resistance

TS EN

1)?71 -E N 18,3
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DOTiAL TASLAR TEKNOLOJiSi LABORATUARI
NATU RAL STON E TECH N O LOGY LABO RATO RY
Batl Kampiis, Qinir,32260, lsparta, TUrkiye

West Compus, Cunur, rrcz2Od'iipono, Turkey
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, n'Jrlilin*unoruu.*ou.r,

: Adalya Mermer San. Tic. A.g.
Firma Adl
Firm Name

Rutubet / Moisture, "d: 50_55

D og. D r.t(t at/ni 5 E N G U N

Tarih: L7/OA/Za13
DateNumune Adr : Limra (Limestone)

Sample Name Lymra

9evl-e Saftlan I FnvironmEntot Condilions:.
Stcaklrk / Temperature,'Q : 22-25

of Test

SayfaPage4/4

ilzellik / property

Termal caL

Standart
Standard

TS EN

14066

Deney sayrst
Number of tests

En kiigiik
Lowest

En b0yiik
Highest

Ortalama
Average

biikiilme dayanrpr (20 d6ngii) (Mpa)
Flexuro I strength under conce ntrated
Ig_o^4.after _thermil shock (20 Cycte)

6 9,2

0,009

'J.\,3 10,6 t 0,9

I r. rrf dr tqK sonrqst kufle kaybt (-l (v"l
Decreajing of wetight after thermol shock
T,

TS EN

1.4066 6 0,416 0,010 t 0,004
. v, ,,,q, ,vA )rJu, q)l r-qatga ntzt clegisimi
{-t (%l

Changing of p-weve velocity after
thermal shock

TS EN

L4066 6 3,00 9,02 6,26 t 1,93

ru punan qtreng talcorii (kuru) (p-
deieri)
Water vopour resistance foctor (dry) (U-
value]

TS EN

L2524 209

rJ, ,,sr^qililEr _ !s|| qtreng (w/mK)
Thermal conductiulity - Thermal resistont)
(2)

T5 EN

L2524

:"
!8,2

2,x2

^.ryma 
qlrenct (catFtt_kuru) (sRV)

Sli p resisto nce ( polished-d ry)
TS EN

t423I 5 41.,4 40,3 ! 1,0
Kayma direnci (citpl-rslak) ffi
SI i p resisto nce ( po itishe d-wet)

TS EN

14237 5 10 q
19,1 t 0,6

Ktzdtrma Kaybt / LOt

Petrog ra p h ic descri pti o n

[,,?JL ]lill:::T,:filfif:il::,y:l:I: ::,T,n,itikve sparitik bir simento ire bagranm strr Kayas,ince ve orta tane brivr]kltierinde vaklagrk %99 katsit ve %1 opak n.''r-r"'rl,rl.i; ffi:'il]'j.:'ffi|fi}ozellik gdsteren kayag, sparitik kiregtair (sparitic limestone) olarak tanrmlanmaktadrr.
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Prof. Dr.


